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INTRODUCTION: 
 

VERTEX TESTING LABORATORY PVT. LTD. is one of the leading testing service provider in 

country for construction and manufacturing industry. Established in 2015 by young professionals 

having Engineering Background. For successful operation of any organization depends on two key 

factor one is man power and other is Equipments. One of the Major and important factor that makes 

us different from other testing laboratory is our key person ,their engineering background  and 

passion for understanding mechanism with precision,Hydraulic, Motorisedequipments, their Working 

principles and use. We have family of more than 30 highly experienced and qualified technical and 

managerial personnel. If we talk about equipments then we say laboratory is equipped with well 

known make of the Testing Equipment Manufacturer. Laboratory is spread over in area of 4000 Sqft 

with Three floors having complete testing facility of Building Material, Steel, Wood, Plastic, Rubber, 

and Water. Our Accreditation from NABL in above mentioned discipline enables us to test and 

validity of test report in various departments across Country. Recognition from BIS enables us to test 

sample for conformity assessment of product certification. We also provide onsite testing facility for 

different test some of them are Soil Investigation, Geo technical Investigation Vertical and Lateral 

Load Test on Pile, Non Destructive test.It is always our aim to provide the best and satisfactory 

service to our customers while maintaining quality. Within a short span of time we spread across 

India. It is the result of satisfactory  service provide by us to our customer that within a short time 

2500 Satisfied Customers from construction and manufacturing industry associated with us. More 

than 16000 sample tested by lab for Confirmity assessment of product Certification.  
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 VISION: 
 

VERTEX TESTING LABORATORY PVT. LTD. vision is to emerge as the most reliable and competent 

testing laboratory partner to our costumer and most admired service provider in construction and other 

sectors. We are passionate in helping business through innovative technologies to reach and maximize 

their business dreams. 

 

 

Misson: 

 We are committed to serve and provide our customershighest quality of  

services. We will be best employer that continuously builds our people to 

develop organization and vocation.  
 

Accreditation: - Laboratory is accredited by various management systems which helps it to meet 

the quality requirements of its Process and activities. 

I) ISO/IEC 17025:2017 Certification of Accreditation from NABL  

The Laboratoryaccredited by The National Accreditation Board for Testing & Calibration Laboratories 

(NABL), Department of Science & Technology (DST), Govt. of India in the Discipline of Mechanical and 

Chemical Testing (TC 15173). NABL accreditation also means recognition by Asia Pacific Laboratory 

Accreditation Cooperation.(APLAC) & International Laboratory Co-operation (ILAC). So the reports that 

we file are accepted in over twenty two countries around the world. 

 

NABL Certificate. 
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ii) ISO 9001:2015 Quality Management System from Max Certification 

ISO Certificate. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Major Operational Areas-  

 

Conducting numerous Soil Investigation Works across all around India for Commercial/Factory 

Building /Residential /Power Plants etc. 

✓ We are involved in Soil Testing, Geo Technical Investigation, RoadWorks, GSM, WMM, WBM, 

Soil Stabilization Treatment Analysis. 

✓ Concrete Design Mix & Consultancy work on Road and Soil Testing formajor Factory Projects, 

Industrial and commercial building, Power Plants, Windmill Foundation, etc. 

✓ NDT Rebound Hammer, UPV, Core, Carbonation Test on ConcreteStructures, old Building 

Assessment via conducting NDT. 

 

ONSITE TESTINGSERVICES 

1. SOIL TEST/SPT/GEOTECHNICAL INVESTIGATION: 

➢ Soil SBC(Safe Bearing Capacity)/SPT/Geo Technical Investigation forfoundation 

recommendation  

➢ Soil Core Cutting test, Sand Replacement Test for Finding out the % of Compaction. 

➢ Vane Shear Test, Tri Axial Shear Test, Direct Shear test etc. 

➢ Proctor Density Test for Maximum Dry Density. 
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➢ CBR Test and Unconfined Compressive Strength Test (UCC). 

➢ Soil properties Test such as Sieve Analysis, Specific Gravity, Free Swell Index, Atterberg 

limits etc. 

2. PLATE LOAD TEST/CYCLIC PLATE LOAD TEST IS UNDERTAKEN. 

 

3.  PULL OUT TEST FOR FINDING BOND STRENGTH BETWEETN CONCRETE 

AND REBAR. 

 

4. CONCRETE PULL OUT TEST FOR 8 MM TO 32MM DIA FOR MAXIMUMOF ANY 

LOAD CAPACITY CAN BE CARRIED OUT FOR MAJOR 

INFRASTRUCTURE FOR BOND STRENGTH BETWEEN STEEL AND CONCRETE. 

5.  APPLICATION SUCH AS 

• Railway Track works. 

• Embankment Construction, 

• Bridge Construction. 

• Tunneling Construction, Road Works. 

• Commercial and Industrial Building. etc. 

6.  EARTH RESISTIVITY TEST FOR POWER PLANT  

      7.   WE PROVIDE PILE LOAD TESTING SERVICES ACROSSINDIA: 

• Vertical Compression Test on Pile Structure/Pile Foundation for Solar Power Plant /  

Windmill Plant/ Thermal Power Plant Structure / Industries / Factories etc. 

• Pull out Test on Pile Structure/Pile Foundation for Solar Power Plant / Windmill Plant/ 

Thermal Power Plant Structure / Industries / Factories etc. 

• Lateral Load Test on Pile Structure/Pile Foundation for Solar Power Plant / Windmill 

Plant/ Thermal Power Plant Structure / Industries / Factories etc. 

• Road Work Testing: 

a. GSB Properties, WMM Properties and WBM Properties. 

b. Existing Pavement Investigation thru Test Pits for Road Works. 

c. Soil Compaction, Onsite Lab Set up for Quality Testing Consultancy. 

d. Borrow Area Soil Sample Analysis. 

e. Dense Bitumen Macadam Thickness (DBM), DBM Bulk Density (gm/cc), Bitumen 

Thickness. Bitumen Bulk Density (gm/cc) by taking Core, Gradation after extraction 

of Core. 

      8. NDT TEST (NON DESTRUCTIVE TESTING): 

➢ Rebound Hammer Test for assessing the Comp. Strength of existingconcrete structure. 

➢ Ultrasonic Pulse Velocity Test for assessing the integrity of existingconcrete structure.  

➢ Pile Integrity Test (PIT) for assessing the length, integrity of Pile etc. 

➢ Reinforcement Scanning for Checking the Cover depth in concrete. 

➢ Carbonation Test on Concrete Core Test. 

 

 

             Our Completed Projects: -  

 

Research & Development:- 

 

Research & Development is an integral part of our Testing laboratory, NOT ONLY DOES 

THIS mean that we are the cutting edge of technology but we are also well informed and able 

to advise our clients on any problems that may face with regards to materials or chemicals that 

they use our highly qualified engineers, scientists, and research technicians are well skilled in 

the formulation, development and evaluation of materials we work with. Our laboratory works 

closely with R& D department for material tests and product verification tests. 
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Our clients: 

 

We have become the preferred choice of our clients like NHAI, Pwd, CQA (EE) DGQA, 

Northern Railways, CEG Test House, MKC, Krishna Constellation, HSAM Board, Z H 

Industries, UP Jal Nigam, Delhi Jal Board, Rites, Hindustan Petroleum, Indian Oil Co., Shree 

R.N. Metal, Maan Builders, Wire Consultancy etc. because of our efficient and reliable 

quality testing services. We keep in touch with our clients at all times so that we can responds 

to questions promptly with specific regards to each one. 

 
(1)Building Material:- 
Physio- Chemical testing as per relevant standard of various material are as 

follows: 
 (i) Cement (OPC/ PPC):. 

 Consistency 

 Density 

 Specific Gravity                                  

 Fineness 

 Compressive strength 

 Soundness 
 Loss on ignition 

 Silica 

 Alumina 

 Iron Oxide 

 CaO 

 MgO 

 SO3 
 Insoluble Residue 

 Chloride 

 

 

(ii) Fly-Ash:. 

 Density 

 Specific Gravity 
 Fineness 

 Compressive strength 

 Lime Reactivity 

 Soundness 

 Passing 45 micron sieve 

 Loss on ignition 

 Silica 
 SO3 

 Total Chloride 

 Available alkali  
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(iii) Bricks(burnt clay/ Fly Ash):. 
 Dimension 

 Water Absorption 

 Compressive strength 

 Efflorescence 

 

 

(iv)Aggregate (Coarse/ fine):. 
 Sieve Analysis 

 Specific Gravity 

 Water Absorption 

 Bulk Density 

 Deleterious material 

 Silt content 

 Bulking of sand 
 Organic impurities 

 Elongation and flakiness index 

 Soundness 

 Crushing value 

 10% Fine value 

 Impact value 

 Abrasion value 
 Alkali aggregate reactivity (chemical) 

 Chloride 

 Sulphate 

 

(v) Paver block:. 

 Dimension 

 Water Absorption 
 Compressive strength 

 Flexural Strength 

 Splitting Tensile  

 Freeze Thaw test 

 

(vi) AAC Block:. 

 Dimension 
 Block density 

 Compressive strength 

 Drying Shrinkage 
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(vii) Tiles( Ceramic/ Vitrified):. 

 Dimension 

 Water Absorption 
 Modulus of Rupture 

 Breaking Strength 

 Hardness (Mho’s) 

 Thermal shock Resistance 

 Resistance to wear 

 Chemical Test 

 
(viii) Tiles (Cement/ Chequered):. 

 Dimension 

 Water Absorption 

 Modulus of Rupture 

 Resistance to wear 

 

(ix)  Stone(Granite/ Sandstone/Marble):. 
 Specific Gravity 

 Water Absorption 

 Hardness( Mho’s) 

 Durability 

 Resistance To Wear 

 

(x) Wood:. 
 Dimension 

 Density 

 Moisture content 

 

(xi) Concrete:. 

 Design Mix 

 Cube Test 
 Core Test 

 Water permeability Test 

(xii) Soil:. 

 Specific Gravity 

 Grain Size Analysis 

 Moisture Content 

 Atterberg’s Limit 
 Proctor Test 

 Direct Shear Test 

 CBR Test 

 Organic content 

 Free swelling Index 

 Chemical Test 
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(xiii) Admixture:. 

 Physical Test 

 Dry Material Content 
 Ash Content 

 pH 

 Relative Density 

 Chloride Content 

 

(2) Road Construction Material:. 

 
 Bitumen:- 

 Softening Point 

 Penetration 

 Ductility 

 Solubility 

 Flash Point 

 
 Bituminous Macadam/ Bituminous concrete:. 

 Binder Content 

 Specific Gravity 

 Aggregate Size 

 

 Sub-base and Base Course ( GSB/WMM/WBM):. 

Grading 
Water Absorption 

Impact Value 

Abrasion Value 

Elongation and flakiness index 

Soundness 

Liquid limit and Plastic limit 

Degree of compaction 
CBR Value 

 

(3)  Construction Water:. 

 Sulphate 

 Chloride 

 Organic Solids 

 Inorganic solids 
 Suspended Matter 

 PH 

 Alkanity 

 Acidity 
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(4) Plywood:. 

 Moisture Content 

 Dimension 

 Modulus of Rupture 
 Knife Test 

 Tensile strength 

 Glue adhesion Strength 

 

 

(5) Mechanical Test:. 

      Complete Ferrous and Non-Ferrous metals and alloys Mechanical and 
Metallurgical testing according to IS, ASTM, and other relevant standard. 

Some of mechanical and chemical test as follows:- 

 

Mechanical TestChemical Test 

 Tensile test                                             - Carbon 
 Yield Stress                                                                           -Sulphur 

 Elongation                                                                           - Phosphorus 

 Bend and Re-bend Test                                                     - Nickel 

 Hardness Test                                       -Chromium 

 Slip Test (Coupler)                              - Manganese 

 Flattering Test                                                                   - Zinc Coating 

 Hydrostatic Test (Pipe)                                                    - Aluminum 
  Impact Test 
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(6)Pipe (UPVC/CPVC/ PVC-U): 

 Dimension 
 Opacity 

 Effect of water 

 Reversion test 

 Vicat Softening Temperature 

 Density 

 Sulphated Ash Content 

 Hydrostatic pressure Test 
 Resistance to External blow 

 Tensile Strength 

 Ring Stiffness 

 

 

 

(7) Pipe (MS/GI/CI): 
 Dimension 

 Tensile strength 

 Elongation 

 Bend Test 

 Flattering Test 

 Chemical Analysis 
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Our Prestigious Clients 
 

We have become the preferred choice of our clients like NHAI, Northern Railways, UP Jal Nigam, Delhi 

Jal Board, Rites, Hindustan Petroleum, Indian Oil Co., Shree R.N. Metal, Maan Builders, Wire 

Consultancy etc. because of our efficient and reliable quality testing services. We keep in touch with our 

clients at all times so that we can responds to questions promptly with specific regards to each one. EX 

 
OUR CLIENTS: 
 

S.NO NAME OF CLIENT 

1.  PWD B&R Br. Punhana 

2.  CQA (EE) DGQA Complex Aundh Camp Pune 

3.  NORTHERN RAILWAY 

4.  CEG Test House and Research Centre Pvt. Ltd. 

5.  MKC Infrastructure Ltd. 

6.  Krishna Constellation Pvt. Ltd. 

7.  HSAM Board Haryana 

8.  Z.H. Industries Pvt. Ltd. 

9.  Indian Oil Corporation Limited 

10.  SRM Contractors Limited 

11.  TATA Construction 

12.  Shapor ji Pallon ji  Ltd 

13.  Apco Infra Tech Pvt Ltd 

14.  SP Singla Construction Pvt Ltd 

15.  Simplex construction 

16.  Godrej Construction Pvt Ltd 

17.  Indigo Infra Pvt Ltd 

18.  Gawar Construction Pvt Ltd 

19.  Hillways Construction pvt ltd 

20.  J. P Construction Pvt Ltd 

21.  Rites 

22.  NBCC 

23. . L & T 

24.  Wire Consultancy 

25.  Nilaya Green 

26.  E5 Infrastructure 
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   OUR CLIENTS: 
 

S.NO NAME OF CLIENT 

27. S.P. Engineering 

28. MCAM 

29. C & C 

30. Manju Concrete Fabricator 

31. Shree R.N Metals 

32. YPEE Comfort Pvt. Ltd. 

33. Rana Construction company 

34. Super tiles 

35. Super Tech  Ltd. 
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Laboratory Name : VERTEX TESTING LABORATORY PRIVATE LIMITED, C-44, PATEL NAGAR-II, GHAZIABAD, UTTAR
PRADESH, INDIA

Accreditation Standard ISO/IEC 17025:2017

Certificate Number TC-15173 Page No 1 of 32

Validity 24/12/2024 to 23/12/2028 Last Amended on -

This is annexure to 'Certificate of Accreditation' and does not require any signature.

S.No Discipline / Group Materials or Products tested

Component, parameter or
characteristic tested /

Specific Test Performed /
Tests or type of tests

performed

Test Method Specification
against which tests are
performed and / or the
techniques / equipment

used

Permanent Testing

1 CHEMICAL- BUILDING
MATERIAL Admixture Ash Content IS 9103

2 CHEMICAL- BUILDING
MATERIAL Admixture Chloride Ion Content IS 6925 (Clause 3)

3 CHEMICAL- BUILDING
MATERIAL Admixture Dry Material Content IS 9103

4 CHEMICAL- BUILDING
MATERIAL Admixture pH Value IS 9103

5 CHEMICAL- BUILDING
MATERIAL Admixture Relative Density IS 9103

6 CHEMICAL- BUILDING
MATERIAL Coarse Aggregate Total Alkali Content IS 4032 (Clause 4.11)

7 CHEMICAL- BUILDING
MATERIAL Coarse Aggregate Acid Soluble Chloride

Content BS EN 1744-1

8 CHEMICAL- BUILDING
MATERIAL Coarse Aggregate Dissolved Silica IS 2386 (Part 7, Clause 3)

9 CHEMICAL- BUILDING
MATERIAL Coarse Aggregate Reduction in Alkalinity IS 2386 (Part 7, Clause 3)

10 CHEMICAL- BUILDING
MATERIAL Coarse Aggregate Total Sulphate Content BS EN 1744-1

11 CHEMICAL- BUILDING
MATERIAL Fine Aggregate Total Alkali Content IS 4032 (Clause 4.11)

12 CHEMICAL- BUILDING
MATERIAL Fine Aggregate Acid Soluble Chloride

Content BS EN 1744-1

13 CHEMICAL- BUILDING
MATERIAL Fine Aggregate Dissolved Silica IS 2386 (Part 7, Clause 3)

14 CHEMICAL- BUILDING
MATERIAL Fine Aggregate Reduction in Alkalinity IS 2386 (Part 7, Clause 3)

15 CHEMICAL- BUILDING
MATERIAL Fine Aggregate Total Sulphate Content BS EN 1744-1

16 CHEMICAL- BUILDING
MATERIAL Fly Ash Alkali Content IS 4032 (Clause 4.11)



Laboratory Name : VERTEX TESTING LABORATORY PRIVATE LIMITED, C-44, PATEL NAGAR-II, GHAZIABAD, UTTAR
PRADESH, INDIA

Accreditation Standard ISO/IEC 17025:2017

Certificate Number TC-15173 Page No 2 of 32

Validity 24/12/2024 to 23/12/2028 Last Amended on -

This is annexure to 'Certificate of Accreditation' and does not require any signature.

S.No Discipline / Group Materials or Products tested

Component, parameter or
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Specific Test Performed /
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Test Method Specification
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17 CHEMICAL- BUILDING
MATERIAL Fly Ash Calcium Oxide IS 1727 (Clause 5.8)

18 CHEMICAL- BUILDING
MATERIAL Fly Ash Combined Ferric Oxide

and Alumina Oxide IS 1727 (Clause 5.5)

19 CHEMICAL- BUILDING
MATERIAL Fly Ash Loss on Ignition IS 1727 (Clause 5.3)

20 CHEMICAL- BUILDING
MATERIAL Fly Ash Magnesium Oxide IS 1727 (Clause 5.9)

21 CHEMICAL- BUILDING
MATERIAL Fly Ash Silica IS 1727 (Clause 5.4)

22 CHEMICAL- BUILDING
MATERIAL Fly Ash Sulphur Trioxide IS 1727 (Clause 5.10)

23 CHEMICAL- BUILDING
MATERIAL Fly Ash Total Chloride IS 4032 (Clause 4.1.3)

24 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Alkali Content IS 4032 (Clause 4.11)

25 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Alumina IS 4032 (Clause 4.6)

26 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Calcium Oxide IS 4032 (Clause 4.7.1,

4.7.2)

27 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Combined Ferric Oxide

and Alumina IS 4032 (Clause 4.4)

28 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Insoluble Residue IS 4032 (Clause 4.10)

29 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Iron Oxide IS 4032 (Clause 4.5)

30 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Loss on Ignition IS 4032 (Clause 4.2)

31 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Magnesium Oxide IS 4032 (Clause 4.8.1)

32 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Silica IS 4032 (Clause 4.3)
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33 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Sulphuric Anhydride IS 4032 (Clause 4.9)

34 CHEMICAL- BUILDING
MATERIAL Ordinary Portland Cement Total Chloride IS 4032 (Clause 4.1.3)

35 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Alkali Content IS 4032 (Clause 4.11)

36 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Insoluble Residue IS 4032 (Clause 4.10)

37 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Loss on Ignition IS 4032 (Clause 4.2)

38 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Magnesium Oxide IS 4032 (Clause 4.8.1)

39 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Sulphuric Anhydride IS 4032 (Clause 4.9)

40 CHEMICAL- BUILDING
MATERIAL Portland Pozzolana Cement Total Chloride IS 4032 (Clause 4.13)

41 CHEMICAL- WATER Construction Water Inorganic Solid IS 3025 (Part 18)

42 CHEMICAL- WATER Construction Water pH Value IS 3025 (Part 11, Annex
D)

43 CHEMICAL- WATER Construction Water Suspended Matter IS 3025 (Part 17)

44 CHEMICAL- WATER Construction Water Chloride Content IS 3025 (Part 32, Clause
2)

45 CHEMICAL- WATER Construction Water Organic Solid IS 3025 (Part 18)

46 CHEMICAL- WATER Construction Water Sulphate IS 3025 (Part 24, Section
1, Clause 4)

47 CHEMICAL- WATER Construction Water
Volume of 0.02 N H2SO4
required to Neutralize 100
ml Sample of Water using
Mixed Indicator

IS 3025 (Part 23, Clause
10.1)

48 CHEMICAL- WATER Construction Water

Volume of 0.02N NaOH
required to Neutralize 100
ml Sample of Water using
Phenolphthalein as an
Indicator

IS 3025 (Part 22, Clause
9.2)
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49

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Block Density (Oven Dry
Condition) IS 6441 (Part 1)

50

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Compressive Strength IS 6441 (Part 5)

51

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Dimension (Height) IS 2185 (Part 3)

52

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Dimension (Length) IS 2185 (Part 3)

53

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Dimension (Width) IS 2185 (Part 3)

54

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

AAC Block Drying Shrinkge IS 6441 (Part 2)

55

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Admixture Air Content IS 1199 (Part 4, Clause
4.4)
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56

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Admixture Bleeding Test IS 9103

57

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Admixture Compressive Strength IS 516 (Part 1, Section 1)

58

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Admixture Slump/Loss of Workability IS 1199 (Part 2, Clause
4.3)

59

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Admixture Water Content IS 9103

60

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Bitumen Ductility IS 1208 (Part 1)

61

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Bitumen Fire Point IS 1448 (Part 69)

62

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Bitumen Flash Point IS 1448 (Part 69)
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63

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Bitumen Penetration IS 1203

64

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Bitumen Softening Point IS 1205

65

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Adhesion of Plies IS 1659

66

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Dimension (Length) IS 1659 (Clause 7)

67

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Dimension (Thickness) IS 1659 (Clause 7)

68

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Dimension (Width) IS 1659 (Clause 7)

69

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Dimensional Changes
Caused by Humidity IS 1659
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70

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Edge Straightness IS 1659

71

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Modulus of Elasticity IS 1659

72

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Modulus of Rupture IS 1659

73

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Mycological Test IS 1659

74

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Resistance to Water IS 1659

75

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Spot Test IS 1659

76

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Squareness IS 1659 (Clause 7)
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77

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Block Board Thickness Variation IS 1659 (Clause 7)

78

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Compressive Strength IS 3495 (Part 1)

79

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Dimension (Height) IS 1077

80

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Dimension (Length) IS 1077

81

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Dimension (Width) IS 1077

82

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Efflorescence IS 3495 (Part 3)

83

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Burnt Clay Bricks Water Absorption IS 3495 (Part 2)
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84

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate 10% Fines Value IS 2386 (Part 4)

85

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Abrasion Value IS 2386 (Part 4, Clause
5.3)

86

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Bulk Density IS 2386 (Part 3)

87

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Crushing Value IS 2386 (Part 4)

88

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Elongation Index IS 2386 (Part 1)

89

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Flakiness Index IS 2386 (Part 1)

90

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Impact Value IS 2386 (Part 4)



Laboratory Name : VERTEX TESTING LABORATORY PRIVATE LIMITED, C-44, PATEL NAGAR-II, GHAZIABAD, UTTAR
PRADESH, INDIA

Accreditation Standard ISO/IEC 17025:2017

Certificate Number TC-15173 Page No 10 of 32

Validity 24/12/2024 to 23/12/2028 Last Amended on -

This is annexure to 'Certificate of Accreditation' and does not require any signature.

S.No Discipline / Group Materials or Products tested

Component, parameter or
characteristic tested /

Specific Test Performed /
Tests or type of tests

performed

Test Method Specification
against which tests are
performed and / or the
techniques / equipment

used

91

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Sieve Analysis (Sieve
Size: 80 mm to 2.36 mm) IS 2386 (Part 1)

92

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Soundness (Sodium
Sulphate) IS 2386 (Part 5)

93

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Specific Gravity IS 2386 (Part 3)

94

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Total Deleterious Material IS 383

95

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate Water Absorption IS 2386 (Part 3)

96

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate (Crushed and Uncrushed) Clay Lumps IS 2386 (Part 2)

97

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate (Crushed and Uncrushed) Coal and Lignite IS 2386 (Part 2)
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98

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate (Crushed and Uncrushed) Material Finer than 75
micron IS 2386 (Part 1)

99

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Coarse Aggregate (Uncrushed) Soft Fragments IS 2386 (Part 2)

100

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Abrasion Resistance IS 15658

101

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Arris/Chamfer IS 15658

102

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Aspect Ratio IS 15658

103

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Compressive Strength IS 15658

104

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Flexural Strength IS 15658
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105

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Freeze Thaw Durability IS 15658

106

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Length IS 15658

107

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Plan Area IS 15658

108

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Ratio of Wearing Face
Area and Plan Area IS 15658

109

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Squareness IS 15658

110

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Tensile Splitting Strength IS 15658

111

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Thickness IS 15658
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112

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Water Absorption IS 15658

113

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Concrete Paving Blocks Width IS 15658

114

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Bulk Density IS 2386 (Part 3)

115

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Mica IS 2386 (Part 2)

116

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Organic Impurities IS 2386 (Part 2)

117

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate
Sieve Analysis (Sieve
Size: 10 mm to 150
micron)

IS 2386 (Part 1)

118

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Soundness (Sodium
Sulphate) IS 2386 (Part 5)



Laboratory Name : VERTEX TESTING LABORATORY PRIVATE LIMITED, C-44, PATEL NAGAR-II, GHAZIABAD, UTTAR
PRADESH, INDIA

Accreditation Standard ISO/IEC 17025:2017

Certificate Number TC-15173 Page No 14 of 32

Validity 24/12/2024 to 23/12/2028 Last Amended on -

This is annexure to 'Certificate of Accreditation' and does not require any signature.

S.No Discipline / Group Materials or Products tested

Component, parameter or
characteristic tested /

Specific Test Performed /
Tests or type of tests

performed

Test Method Specification
against which tests are
performed and / or the
techniques / equipment

used

119

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Specific Gravity IS 2386 (Part 3)

120

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate Water Absorption IS 2386 (Part 3)

121

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Crushed and Uncrushed) Clay Lumps IS 2386 (Part 2)

122

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Crushed and Uncrushed) Coal and Lignite IS 2386 (Part 2)

123

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Crushed) Material Finer than 75
micron IS 2386 (Part 1)

124

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Crushed) Total Deleterious Material IS 383

125

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Uncrushed) Material Finer than 75
micron IS 2386 (Part 1)
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126

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fine Aggregate (Uncrushed) Total Deleterious Material IS 383

127

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Dimension (Length) IS 5509

128

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Dimension (Thickness) IS 5509

129

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Dimension (Width) IS 5509

130

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Flame Penetration IS 1734 (Part 3)

131

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Flammability IS 1734 (Part 3)

132

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Moisture Content IS 1734 (Part 1)
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133

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Rate of Burning IS 1734 (Part 3)

134

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Squareness IS 5509

135

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Static Bending Strength
Modulus of Elasticity IS 1734 (Part 11)

136

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Static Bending Strength
Modulus of Rupture IS 1734 (Part 11)

137

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fire Retardant Plywood Water Resistant Test IS 1734 (Part 6)

138

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Dimension (Height) IS 4020 (Part 2)

139

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Dimension (Thickness) IS 4020 (Part 2)
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140

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Dimension (Width) IS 4020 (Part 2)

141

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter End Immersion Test IS 4020 (Part 13)

142

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Glue Adhesion IS 4020 (Part 15)

143

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Knife Test IS 4020 (Part 13)

144

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Flush Door Shutter Squareness IS 4020 (Part 2)

145

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Compressive Strength IS 1727

146

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Fineness by Blaine Air
Permeability IS 1727
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147

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Lime Reactivity IS 1727

148

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Moisture Content IS 3812 (Part 1)

149

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Residue on 45 micron
(Wet Sieving) IS 1727

150

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Soundness by Autoclave
Method IS 1727

151

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fly Ash Specific Gravity IS 1727

152

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fresh Concrete Final Setting Time IS 1199 (Part 7)

153

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fresh Concrete Initial Setting Time IS 1199 (Part 7)
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154

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Compressive Strength IS 3495 (Part 1)

155

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Dimension (Height) IS 12894

156

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Dimension (Length) IS 12894

157

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Dimension Test (Width) IS 12894

158

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Drying Shrinkage IS 1199

159

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Efflorescence IS 3495 (Part 3)

160

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Fuel Ash Lime Bricks Water Absorption IS 3495 (Part 2)
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161

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Hardened Concrete Compressive Strength IS 516 (Part 1, Sec 1)

162

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Hardened Concrete Water Permeability IS 516 (Part 2, Sec 1)

163

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Lime (Class C) Fineness IS 6932 (Part 4)

164

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Lime (Class C) Popping and Pitting IS 6932 (Part 10)

165

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Lime (Class C) Residue on Slaking IS 6932 (Part 3)

166

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Lime (Class C) Volume Yield IS 6932 (Part 6)

167

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Lime (Class C) Workability IS 6932 (Part 8)
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168

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Dimension (Length) IS 710

169

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Dimension (Thickness) IS 710

170

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Dimension (Width) IS 710

171

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Edge Straightness IS 710

172

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Glue Adhesion in Dry
State Adhesion of Plies IS 1734 (Part 4, 5)

173

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Glue Adhesion in Dry
State Glue Shear Strength IS 1734 (Part 4, 5)

174

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Moisture Content IS 1734 (Part 1)
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175

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Mycological Test Adhesion
of Plies IS 1734 (Part 5)

176

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Mycological Test Glue
Shear Strength IS 1734 (Part 4)

177

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Squareness IS 710

178

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Static Bending Strength
Modulus of Elasticity IS 1734 (Part 11)

179

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Static Bending Strength
Modulus of Rupture IS 1734 (Part 11)

180

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Water Resistance Test
Adhesion of Plies 1734 (Part 5)

181

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Water Resistance Test
Glue Shear Strength IS 1734 (Part 4)
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182

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Wet Bending Strength
Modulus of Elasticity IS 1734 (Part 11)

183

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Marine Plywood Wet Bending Strength
Modulus of Rupture IS 1734 (Part 11)

184

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Compressive Strength
(168 ± 2 Hrs) IS 4031 (Part 6)

185

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Compressive Strength
(672 ± 4 Hrs) IS 4031 (Part 6)

186

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Compressive Strength (72
± 1 Hrs) IS 4031 (Part 6)

187

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Consistency IS 4031 (Part 4)

188

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Density IS 4031 (Part 11)
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189

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Final Setting Time IS 4031 (Part 5)

190

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Fineness by Blaine Air
Permeability Apparatus IS 4031 (Part 2)

191

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Initial Setting Time IS 4031 (Part 5)

192

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Soundness by Autoclave
Method IS 4031 (Part 3)

193

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Soundness by Le-Chattlier
Method IS 4031 (Part 3)

194

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Ordinary Portland Cement Transverse Strength IS 4031 (Part 8)

195

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Dimension (Length) IS 4990
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196

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Dimension (Thickness) IS 4990

197

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Dimension (Width) IS 4990

198

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Edge Straightness IS 4990

199

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Glue Adhesion in Dry
State Adhesion of Plies IS 1734 (Part 5)

200

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Glue Adhesion in Dry
State Glue Shear Strength IS 1734 (Part 4)

201

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Moisture Content IS 1734 (Part 1)

202

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Mycological Test Glue
Shear Strength IS 1734 (Part 4)
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203

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works
Plywood with Plastic
Coating or with Suitable
Overlay

IS 4990

204

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Resistance to Water Test
Adhesion of Plies IS 1734 (Part 5)

205

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Resistance to Water Test
Glue Shear Strength IS 1734 (Part 4)

206

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Squareness IS 4990

207

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Static Bending Strength
Modulus of Elasticity IS 1734 (Part 11)

208

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Static Bending Strength
Modulus of Rupture IS 1734 (Part 11)

209

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Tensile Strength IS 1734 (Part 9)
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210

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Wet Bending Strength
Modulus of Elasticity IS 1734 (Part 11)

211

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for Concrete Shuttering Works Wet Bending Strength
Modulus of Rupture IS 1734 (Part 11)

212

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Adhesion of Plies IS 1734 (Part 5)

213

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Dimension (Length) IS 303

214

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Dimension (Thickness) IS 303

215

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Dimension (Width) IS 303

216

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Edge Straightness IS 303
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217

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Modulus of Elasticity IS 1734 (Part 11)

218

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Modulus of Rupture IS 1734 (Part 11)

219

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Moisture Content IS 1734 (Part 1)

220

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Mycological Test IS 1734 (Part 7)

221

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Quality Requirements IS 303

222

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Squareness IS 303

223

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Plywood for General Purpose Water Resistance Test IS 1734 (Part 6)
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224

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Compressive Strength
(168 ± 2 Hrs) IS 4031 (Part 6)

225

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Compressive Strength
(672 ± 4 Hrs) IS 4031 (Part 6)

226

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Compressive Strength (72
± 1 Hrs) IS 4031 (Part 6)

227

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Consistency IS 4031 (Part 4)

228

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Density 4031 (Part 11)

229

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Drying Shrinkage IS 4031 (Part 10)

230

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Final Setting Time IS 4031 (Part 5)
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231

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Fineness by Blaine Air
Permeability Apparatus IS 4031 (Part 2)

232

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Initial Setting Time IS 4031 (Part 5)

233

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Soundness by Autoclave
Method IS 4031 (Part 3)

234

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Soundness by Le-Chattlier
Method IS 4031 (Part 3)

235

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Portland Pozzolana Cement Transverse Strength IS 4031 (Part 8)

236

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Dimension (Length) IS 1328

237

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Dimension (Thickness) IS 1328
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238

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Dimension (Width) IS 1328

239

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Edge Straightness IS 1328

240

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Moisture Content IS 1734 (Part 1)

241

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Squareness IS 1328

242

MECHANICAL-
BUILDING,
INFRASTRUCTURE &
CONSTRUCTION
MATERIALS

Veneered Decorative Plywood Water Resistance Test IS 1734 (Part-6)

243 MECHANICAL- SOIL-
BASIC Soil Atterberg Limit (Liquid

Limit) IS 2720 (Part 5)

244 MECHANICAL- SOIL-
BASIC Soil Atterberg Limit (Plastic

Limit) IS 2720 (Part 5)

245 MECHANICAL- SOIL-
BASIC Soil California Bearing Ratio IS 2720 (Part 16)

246 MECHANICAL- SOIL-
BASIC Soil

Direct Share Test
(Cohesion Intercept C
Value)

IS 2720 (Part 13)

247 MECHANICAL- SOIL-
BASIC Soil Direct Shear Test

(Internal Friction Value) IS 2720 (Part 13)
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248 MECHANICAL- SOIL-
BASIC Soil

Grain Size Analysis (Sieve
Size: 75 mm to 75
micron)

IS 2720 (Part 4)

249 MECHANICAL- SOIL-
BASIC Soil

Proctor Test (Heavy
Compaction) - Maximum
Dry Density

IS 2720 (Part 8)

250 MECHANICAL- SOIL-
BASIC Soil

Proctor Test (Heavy
Compaction) - Optimum
Moisture Content

IS 2720 (Part 8)

251 MECHANICAL- SOIL-
BASIC Soil

Proctor Test (Light
Compaction) - Maximum
Dry Density

IS 2720 (Part 7)

252 MECHANICAL- SOIL-
BASIC Soil

Proctor Test (Light
Compaction) - Optimum
Moisture Content

IS 2720 (Part 7)

253 MECHANICAL- SOIL-
BASIC Soil Specific Gravity IS 2720 (Part 3, Sec 2)

254 MECHANICAL- SOIL-
BASIC Soil Water Content IS 2720 (Part 2)















MKC  Infrastructure  Ltd. 
Regd. Office: "MKC HOUSE”, 10, Shiv Nagar, Anjar Ring Road, 
Opp. Gulab Mill, Anjar - Kutch - 370 110 - Gujarat - India. 
Phone: +91-2836-245730 Fax: +91-2836-243065 
E-mail: mkcinfrastructureltd@gmail.com 
Web: www.mkcinfrastructureItd.com 

 
Ref: MKCIL/Delhi-Katra/P-09/C-35                                                                                     Date: 14-03-2023 

 
 

To, 
Vertex Testing Laboratory Pvt. Ltd. 
C-44, Patelnagar II, Ghaziabad  

(UP)-201003 

Mob No.: +91 8958564156, 9528882012 

GSTIN: 09AAGCV5184P1ZF 

Email: info.vertextestinglab@gmail.com  

 

Kind Attention: Mr. Jitendra Kumar                                

Subject: Work order of Static Pile Load by Kentledge method, Lateral load test at ROB 261+195 for the 
following Projects “Construction of four-lane Greenfield Delhi-Amritsar-Katra Expressway from 
Junction with Ludhiana-Moga road (NH-5) near Mullanpur Dakha to Junction with Jalandhar-Moga 
road (NH-703) near Kang Sahibu village (Km 260+860 to km 303+900) on EPC mode under 
Bharatmala Pariyojna in the state of Punjab. (Pkg-09).”   

 
        With reference to the above cited subject, we, MKC Infrastructure Ltd., would like to inform you that, as per 

our discussion, following below shall be the rates for the above said work: 

 

Sr. 
No. 

Item Quantity 
Rate 
(Rs.) 

Unit 
Amount    

(Rs.) 

1. 

Vertical Load Test with Hydraulic Jack, Girder and 
Manpower 

a) Designed Load = 330 Tons 
b) Test Load applied on pile = 825 Tons 

(330x2.5) 
 

Kentledge Load shall be 1.25 times the Test Load 

825 525/- 

 
 
 

Ton 4,33,125 

      

2. Lateral Load Test  1 30,000/- Each 30,000 

3 
Mobilization and demobilization of 
tools/equipment and personnel required to 
execute the job as per specification. 

1 40,000/- 
Each 

40,000 

Total (In Words: Five Lakh Three Thousand One Hundred Twenty Five only/-) 5,03,125/- 
 
 
 
1. Definition: - 

a. MKC Infrastructure Limited here in after called as ‘Client’. 

b. Vertex Testing Laboratory Pvt. Ltd. hereinafter called as ‘Agency’. 

 
2. Scope of work of “Vertex Testing Laboratory Pvt. Ltd.” (Agency): - 

a. Detailed Scope of work is mentioned above, however if any further additional activity is required to 

complete awarded Pile load test by Kentledge work for above said project. 
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b. Pile Load Test shall be carried out as per relevant IS: 2911 – Part – 4, IRC or MORTH Specifications and 

covered under NABL Scope. 

c. Agency shall provide efficient and suitably qualified personnel with sufficient experience in work of a 

similar to the services, to provide and perform the services. 

d. Mobilization of teams and machinery shall be done within 24 Hours on the date of issued work order. 

e.  All necessary testing equipment shall be in scope of Agency. 

 
3. Payment Terms: -  

a. 80% of contract amount will be paid on completion of works in the form of Running Bills on pro-rata 

basis.  

b. 20% of contract amount will be paid on submission of the final report to the Client.  

 
 4. Terms and Conditions: 

a. Agency shall submit the Letter of Acceptance of Terms and Conditions within 12 Hours of this Work 

Order. 

b. Agency must submit a detailed Work Schedule/ Bar chart, methodology, and required documents 

within 12 Hours of this LOA for approval, which must be complied with. 

c. The above-mentioned rates shall be fixed for entire work and no excess payment shall be made in 

any account without in written permission. 

d. The above rates are excluding GST and shall be paid additionally as per rules and regulations of 

Government of India. 

e. JCB/Poklane Machine, Hydra, Power, Pile Chipping, Pile Excavation, Empty Cement Bags, Shuttering 

Plates, Making of Pile head, Sand/Soil shall be in the scope of Client. 

f. The TDS shall be deducted as per rules and regulations of Government of India. 

g. The Work order quantities are approximate and actual quantity may vary to any extent as per site 

conditions. 

h. If any such work is not satisfactorily in progress, then client, has complete rights to terminate this 

agreement or handover the same. 

i. In the event of any dispute or difference between the parties hereto upon or in relation to or in 

connection with this Agreement, such dispute or difference shall be resolved in exclusive Jurisdiction 

of Anjar - Kutch Court only. 

 

      You are required to return a duplicate copy with sign on this Work Order as token of your acceptance. 

 

          The above work order accepted by:                      For MKC Infrastructure Ltd.             

Vertex Testing Laboratory Pvt. Ltd. 

 

 

              Authorized Signatory                                                                                               Authorized Signatory 
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 From  

Sub Divisional Engineer  
H.S.A.M.Board Nuh  

To  

Vertex Testing Laboratory Pvt. Ltd  
C-44, Patel Nagar II, Gaziabad- 201003  
Email: info.vertextestinglab@gmail.com  

Memo 2946         Date: 25/11/2024  

Subject: Conducting Soil Bearing capacity test (In situ) at Center of Excellence, Pinangwan.  

This is to bring in your notice that a farmer training center is proposed to be built at 

CoE Pinangwan Distt. Nuh. We require Soil bearing capacity of that area where this building 

is proposed in order to get detail design and structural drawings of that building. You are 

therefore requested to conduct SBC test as per relevant standards (In situ) and submit report 

of the same at the earliest.  

Thanks and regards  

 
Sub Divisional Engineer  
H.S.A.M.Board Nuh  

 

A copy of above is forwarded to Executive engineer HASMB Gurugram for information. 
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Rate List for Building Material Testing: 
S.No. Material Product/Testing Charges Quantity 

    Specification (Rs.) Required 

1 Admixture As per Specification 10000/- per sample 

2 Mix Design (Single) IS: 10262 8000/- Aggregate: 8 Bags 

        Sand 4 Bags 

        Cement: 2 bags 

3 Compressive Strength of Cubes IS: 456 1000/- 3 No. 

4 Precast Concrete Blocks IS: 2185,3590,4996 3000/- 15 No. 

5 Asbestos Cement Sheets IS: 459 3000/- One Sheet 

6 Asbestos Cement Pipe (Ex. Pressure Test) IS: 1592 4000/- One Piece 

7 Asbestos Cement Pipe Fitting IS: 1626 7000/- One No. 

8 Asbestos Cement Flat Sheets IS: 2096,2098 3000/- One No. 

9 Foot Rest Load test IS: 10910/1786 5000/- 3 Nos 

10 Concrete Pipe (Except Pressure Test) IS: 458, 784 4000/- One No. 

11 Main Hole Cover (Breaking Load) IS: 1726 4000/- One No. 

12 TMT Steel (Physical & Chemical test) IS: 1726 2500/- 2 No. (one Meter  Each) 

13 Steel Channel, Angle, Beam etc IS: 2062 3000/- 2x0.5 meter 

  (Except Impact Test)       

14 Holow Steel Section for structural use IS: 4923 3000/- 2 Meter 

15 Aluminum Sections, Sheet Pipe ect IS: 5523& Relevant IS 3500/- 2 Meter 

16 
G.I. Pipe (Except rebend test) upto 150 
mm IS: 1239(P-1) 5000/- 1 Meter 

17 Mild Steel Pipe (Except rebend test) IS: 1161 5000/- 1 Meter 

18 C.I. Pipe IS: 1536 5500/- 1 Meter 

19 GI Wire (Physical test & Chemcial Test) IS: 278 2500/- 2 Meter 

20 GI Sheet (physical Test, Chemical Test) IS: 277 4000/- 0.5 m length 

21 MS Wire (Physical Test Only) IS: 280 2000/- 2 Meter 

22 MS Sheet (Physical Test Only) IS: 1079 2000/- 0.5m Length 

23 Chemical Analysis (GI & MS Wire & sheet) IS: 278, 277, 280, 1079 2000/- 50 gm by weight 

24 Cement OPC/PPC/Slage (Complete test) IS: 269,8112,12269 4500/- 20 Kg 

25 Fly Ash (Physical Test only) IS: 3812 2500/- 10 Kg 

26 Fly Ash (Chemical Test only) IS: 3813 2500/- 5 Kg 

27 Lime Pozzolona Mix (Physical test only) IS: 4098 3000/- 10 kg 

28 Lime Pozzolona Mix (Chemical test only) IS: 4098 1500-/ 5 kg 

29 
Building Lime (Except Compressive 
Strength) & Transverse Strength IS: 712 2000/- 10 Kg 
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30 Coarse Aggregate/ Sand IS: 383 5500/- 25 Kg 

31 Fine Aggregate IS: 383 5500/- 20 kg 

32 Ratio of ingradients of concrete IS: 1191/ASTMC-1084 4000/- 5 kg 

33 Sand for plaster IS: 1542 4000/- 20 kg 

34 Soil : CBR Value IS: 2720 3000/- 30 kg 

35 Dry Density/ moisture content IS: 2720 2000/- 20 kg 

36 Field dry density (Site test expence extra) IS: 2720 1000/-   

37 Building Bricks (Common Burn Clay) IS: 1077 2500/- 20 Bricks 

38 Building Bricks (Heavy Duty Burnt Clay) IS: 2180 2500/- 20 Bricks 

39 Buiilding Bicks ( Perforated) IS: 2222 2500/- 20 Bricks 

40 Facing Bricks (Burnmt Clay) IS: 2691 2500/- 20 No. 

41 Paving Bricks (Burnt Clay) IS: 3583 3000/- 20 No. 

42 Sewer Bricks (Burnt Clay) IS: 4885 2500/- 20 No. 

43 Sand Lime bricks IS: 4139 3000/- 20 No. 

44 Bricks Balast   4500/- 25 Kg 

45 Lime/Sand Stone (Slabs/Tiles) IS: 1128, 3622 4000/- 5 No. 

46 Marble Blocks/Tiles IS: 1130 4500/- 5 No. 

47 Roofing Slate Tiles IS: 6250 4500/- 5 No. 

48 Granite Stone IS: 3316 5000/- 1x1 ft (5 No.) 

49 Ceramic Tiles IS: 13753/54/55/56 5000/- 20 No. 

50 Inter Locking Tiles/ paver block IS: 15658 6000/- 10 No. 

51 Cement Concrete Flooring (Terrzo) Tiles IS: 1237 4500/- 10 No. 

52 PVC Asbestos Flooring Tile IS: 3461 5500/- 10 No. 

53 Flexible PVC Flooring IS: 3462 4500/- 1x1 Meter 

54 Laterite Stone Blocks for Massonary IS: 3620 3500/- 3 No 

55 Bitumen, CRMB IS: 15462,73 5000/- 5 kg 

56 Water proofing compound IS:2645 5000/- 1 kg 

57 
Synthefic Enamel (Except keeping 
property) IS: 2932 3500/- 1 lit. 

58 
Dry Destemper (Except Keeping property 
& Fastness to light) IS: 427 5000/- 1 kg 

59 Oil Bound Disptemper IS: 428 4500/- 1 kg 

60 Vitrous Sanitary appliances IS: 2556 (P-1 to 15) 
3500/- per 
Applicable One No each 

61 MCI Fitting (Including pressure test) IS: 1879 (P-1 to 10) 4500/- One No each 

62 Pipe fitting (including pressure test IS: 404, 407, 651 
4500/- per 

fitting One No each 

63 
Bib Tap, Gate Valve (Including pressure 
test) IS: 781, 788 

4500/- per 
item One No each 

64 
Door fittings (Tower bolt, Handle, Hinges 
etc) 

IS: 204, 205, 206, 
208,281,362,363,1341 4000/-fitting Two No each 

65 Wood Identification FRI guidelines 16500/- 6 Inch length 

66 Wood Moisture Content IS: 287 3400/- 12'' Length 
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67 Flush Door Shutter IS: 2202 /P-1 10500/- Full Shutter 

68 MFD Board without lamination IS: 12406 5800/- 2x1 meter 

69 
(Density, moisture, content water, 
absorption, swelling, tensile test)       

70 MFD Board with lamination   7500/- 2x1 meter 

71 Timber/Wood (Moisture, Density) IS: 287, 1708 5000/- 1 Ft Length 

72 

Wood Partical Board (Dimensions, 
Density, Moisture, Water Absorption, 
swelling & tensile strength) IS: 2380 5000/- 2x1 meter 

73 Ply Wood IS: 1734& 303 8000/- 2x1 meter 

74 
Water for Drinking purpose (Essential 
tests) IS: 10500 3000/- 1 ltr.+ 1Str. Bottle 

75 
Water for Drinking purpose (Complete 
tests) 30 Parameter IS: 10500 6000/- 1 ltr.+ 1Str. Bottle 

76 
Water for Drinking purpose (Complete 
tests)52 Parameter IS: 10500: 2012 12000/- 1 ltr.+ 1Str. Bottle 

77 Water for Construction purpose IS: 456 3000/- 1 ltr. 

78 Water for Swimming pool IS: 3328 3500/- 1 ltr. 

79 Water for boiler purpose IS:10496 8500/- 1 ltr. 

80 Mineral water as per PFA Regulations PFA Regulations 5100/- 6 Ltr. 

81 PVC Pipe (Without pressure test) IS: 4985 4500/- 1 mtr. 

82 PVC Pipe (With pressure test) IS: 4985 9500/- 1 mtr. 

83 Cable/Wire IS: 694 24000/- 15 mtr. 

84 NDT/Renound hammer test for concrete IS: 13311 8000/-   

85 Job Mix formula for bitumen mix 
 

18000/- 
(Min. Charges for 

100 point) 

    Asphalt Institute   
Bitumen 10 kg. & 
one  

    Manaual MS-2   bags of agg. Used 

86 Kerb Stone IS: 5758 3000/- 5 no. 

87 G.S.B. WMM As per Morth Spec. 5500/- 35 kg 

88 Stripping value of Aggregate IS: 6241 1000/-   

89 Conduit pipe IS: 9537 7000/- 1 Meter 

90 Ultrasonic test As per Specification 2000/- per sample 

91 Soil Investigation test As per Specification 1000/- per sample 

92 Core Cutting As per Specification 3500/- per Size 

93 RCC Pipe with Pressure test As per Specification 20000/- per Size 

94 RCC Pipe As per Specification 20000/- per sample 

95 Distemper As per Specification 7000/- per sample 

96 Bitument Concrict As per Specification 8000/- per sample 

 

 

 

 

mailto:Email-info.vertesting@gmail.com
http://www.vertextesting.com/
mailto:Email-info.vertextestinglab@gmail.com


                                                                                                                          Email-info.vertextesting@gmail.com 
                                                                    Mob-8958564156 

VERTEX TESTING LABORATORY PVT. LTD. 
Add-: C-44, PATELNAGAR II, GHAZIABAD (U.P)-201001 

Website- www.vertextesting.com            Email-info.vertextestinglab@gmail.com 

 

97 DGBM Soil As per Specification 7500/- per sample 

98 CPVC Pipe As per Specification 35000/- per sample 

99 UPVC Windo Frame As per Specification 9000/- per sample 

100 SS Pipe As per Specification 6500/- 1 Meter 

     Note: 
    1. GST tax will be applicable as per the Govt. rules. (at persent 18%) 

 2. Normally test report will be given seven days. 
  

     

 
Bank Information:-                                                                                                                                                                                                     

 

 
Bank FEDRAL BANK 

  

 
Branch Murad Nagar (U.P.) 

 

 
A/c No. 19780200001325 

 

 
A/c Holder Vertex Testing Laboratory Pvt. Ltd.                                                 

 
IFSC Code FDRL0001978 

  

 
GSTIN 09AAGCV5184P1ZF 

 

 
HSN Code 998346 

   
 
Thanks & regards 

Rajeev Gupta 
Vertex Testing  Laboratory Pvt. Ltd.  

Mobile No. 08210948767, 8958564156 
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